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1
FINFET DEVICE

DOMESTIC PRIORITY

This application is a divisional of U.S. patent application
Ser. No. 14/190,611, filed Feb. 26, 2014, which is a divisional
application of U.S. patent application Ser. No. 13/343,805,
filed Jan. 5, 2012 (now abandoned), the disclosure of which is
incorporated by reference herein in its entirety.

FIELD OF INVENTION

The present invention relates generally to field effect tran-
sistor devices, and more specifically, to finFET devices.

DESCRIPTION OF RELATED ART

Field effect transistor (FET) devices may be fabricated
using fins that may define channel regions and source/drain
and extensions of the FET device. Such finFET devices are
often fabricated from a crystalline material such as, for
example, silicon or germanium, that is disposed on an insu-
lator layer. The crystalline material has a crystalline orienta-
tion that may be defined by Miller indices. The orientation of
the fins relative to the crystalline orientation of the crystalline
material, or the type of crystalline material used to fabricate
the fins may affect the performance of the devices depending
on the type of device that is fabricated. For example, nFET
devices tend to have desirable performance characteristics
(e.g., mobility) when the fin is formed on a crystalline surface
having a (100) orientation while pFET devices tend to have
desirable performance characteristics when formed on a sur-
face having a (110) orientation. The use of different materials,
regardless of crystalline orientation, may also result in desir-
able performance characteristics fornFET and pFET devices.

BRIEF SUMMARY

According to one embodiment of the present invention, a
method for fabricating a field effect transistor device includes
removing a portion of a first semiconductor layer and a first
insulator layer to expose a portion of a second semiconductor
layer, wherein the second semiconductor layer is disposed on
a second insulator layer, the first insulator layer is disposed on
the second semiconductor layer, and the first semiconductor
layer is disposed on the first insulator layer, removing por-
tions of the first semiconductor layer to form a first fin dis-
posed on the first insulator layer and removing portions of the
second semiconductor layer to form a second fin disposed on
the second insulator layer, and forming a first gate stack over
a portion of the first fin and forming a second gate stack over
a portion of the second fin.

According to another embodiment of the present invention,
method for fabricating a field effect transistor device includes
removing a portion of a first semiconductor layer and a first
insulator layer to expose a portion of a second semiconductor
layer, wherein the second semiconductor layer is disposed on
a second insulator layer, the first insulator layer is disposed on
the second semiconductor layer, and the first semiconductor
layer is disposed on the first insulator layer, forming a spacer
on a portion of the first semiconductor layer, adjacent to the
first insulator layer, and the first semiconductor layer, grow-
ing a layer of epitaxial semiconductor material on exposed
portions of the second semiconductor layer, removing por-
tions of the first semiconductor layer to form a first fin dis-
posed on the first insulator layer, and removing portions of the
layer of epitaxial semiconductor material and the second
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semiconductor layer to form a second fin disposed on the
second insulator layer, and forming a first gate stack over a
portion of the first fin and forming a second gate stack over a
portion of the second fin.

According to yet another embodiment of the present inven-
tion, a field effect transistor device includes a substrate, a first
insulator layer disposed on the substrate, a semiconductor
layer disposed on the first insulator layer, a second insulator
layer disposed on the semiconductor layer, a first finFET
device disposed on the first insulator layer, and a second
finFET device disposed on the second insulator layer.

Additional features and advantages are realized through
the techniques of the present invention. Other embodiments
and aspects of the invention are described in detail herein and
are considered a part of the claimed invention. For a better
understanding of the invention with the advantages and the
features, refer to the description and to the drawings.

BRIEF DESCRIPTION OF THE SEVERAL
VIEWS OF THE DRAWINGS

The subject matter which is regarded as the invention is
particularly pointed out and distinctly claimed in the claims at
the conclusion of the specification. The forgoing and other
features, and advantages of the invention are apparent from
the following detailed description taken in conjunction with
the accompanying drawings in which:

FIGS. 1-6 illustrate an exemplary method for fabricating
an exemplary embodiment of a finFET device, in this regard:

FIG. 1 illustrates a side cut away view of a semiconductor
on insulator (SOI) wafer;

FIG. 2 illustrates the resultant structure following the pat-
terning of a lithographic mask;

FIG. 3 illustrates the formation of a hardmask layer;

FIG. 4 illustrates the resultant structure following an etch-
ing process;

FIG. 5 illustrates a top view following the removal of the
hardmask layer and the patterning of a first gate stack and a
second gate stack; and

FIG. 6 illustrates a side-cut away view along the line 6 of
FIG. 5.

FIG. 7 illustrates an alternate exemplary embodiment of
finFET devices.

FIGS. 8-9 illustrate an alternate fabrication method and
resultant structure for finFET devices, in this regard:

FIG. 8 illustrates a top view following the patterning of
gate stacks; and

FIG. 9 illustrates a side cut away view along the line 9 of
FIG. 8.

FIG. 10 illustrates an alternate exemplary embodiment of
finFET devices.

FIGS. 11-13 illustrate an alternate fabrication method and
resultant structure of finFET devices, in this regard:

FIG. 11 illustrates the formation of a spacer;

FIG. 12 illustrates the epitaxial growth of semiconductor
material; and

FIG. 13 illustrates the resultant structure following the
patterning of fins and gate stacks.

FIG. 14 illustrates an alternate embodiment of a resultant
finFET device with a hardmask layer.

DETAILED DESCRIPTION

A finFET semiconductor device is a field effect transistor
in which the body of the field effect transistor that contains the
channel is present in a fin structure. As used herein, a “fin
structure” refers to a semiconductor material, which is
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employed as the body of a semiconductor device, in which the
gate structure is positioned around the fin structure such that
charge flows down the channel on the two sidewalls of the fin
structure and optionally along the top surface of the fin struc-
ture.

It may be desirable to form finFET devices on a substrate
that include different materials or similar materials having
different crystalline orientations used to form the fins. For
example, it may be desirable to form an n-FET device with
fins formed from a crystalline material, such as, for example,
Si, Ge, or SiGe having a (100) Miller indices orientation,
while it may be desirable to form a p-FET device with fins
formed from a crystalline material having a different orien-
tation, such as, for example (110). Such orientations for the
respective devices may improve the performance character-
istics (e.g., charge mobility) of the respective devices. Alter-
natively, different types of semiconductor materials, such as,
for example, Si, Ge, SiGe or III-V type materials may be used
to form finFET devices on a substrate, with or without con-
sideration of the crystalline orientation of the different semi-
conductor materials used for the respective devices. The
methods described below include methods for fabricating
finFET devices on a substrate, where the fins are formed from
similar materials having different crystalline orientations,
from different materials, or from different materials having
different crystalline orientations.

FIGS. 1-6 illustrate an exemplary method for fabricating
an exemplary embodiment of a finFET device. Referring to
FIG. 1, a side cut away view of a semiconductor on insulator
(SOI) wafer 101 is shown that includes a substrate layer 100
with a second insulator layer 102 disposed on the substrate
layer 100. A second semiconductor layer 104 is disposed on
the second insulator layer 102. A first insulator layer 106 is
disposed on the second semiconductor layer 104, and a first
semiconductor layer 108 is disposed on the first insulator
layer 106. The substrate layer 100 may include, for example,
a silicon material. The first and second insulator layers 106
and 102 may include, for example, a buried oxide (BOX) or
other insulating material such as, for example, silicon oxide,
silicon nitride, silicon oxynitride, high-k materials, or any
combination of these materials. Examples of high-k materials
include, but are not limited to, metal oxides such as hafnium
oxide, hafnium silicon oxide, hafnium silicon oxynitride, lan-
thanum oxide, lanthanum aluminum oxide, zirconium oxide,
zirconium silicon oxide, zirconium silicon oxynitride, tanta-
lum oxide, titanium oxide, barium strontium titanium oxide,
barium titanium oxide, strontium titanium oxide, yttrium
oxide, aluminum oxide, lead scandium tantalum oxide, and
lead zinc niobate.

The SOI wafer 101 may be formed utilizing standard pro-
cesses including for example, SIMOX (separation by ion
implantation of oxygen), wafer bonding and layer transfer, or
combination of those techniques. When a layer transfer pro-
cess is employed, an optional thinning step may follow the
bonding of two semiconductor wafers together. The optional
thinning step reduces the thickness of the semiconductor
layer to a layer having a thickness that is more desirable.

The second semiconductor layer 104 and the first semicon-
ductor layer 108 may include any type of semiconductor
material such as, for example, Si, Ge, SiGe, type I1I-V mate-
rials, and/or type [I-VI materials. The second semiconductor
layer 104 and the first semiconductor layer 108 may be simi-
lar materials having different crystalline orientations, difter-
ent materials having similar crystalline orientations, or dif-
ferent materials having different crystalline orientations, or
similar materials having similar crystalline orientations. In
the illustrated exemplary embodiment, the second semicon-
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ductor layer 104 is formed from a semiconductor material
having a (110) (using Miller index notation) crystalline ori-
entation while the first semiconductor layer 108 is formed
from a semiconductor material having a (100) crystalline
orientation.

FIG. 2 illustrates the resultant structure following the pat-
terning of a lithographic mask 202 over a portion of the first
semiconductor layer 108. Following the patterning of the
lithographic mask 202, exposed portions of the first semicon-
ductor layer 108 and the first insulator layer 106 are removed
using a suitable etching process. Suitable etching processes
may include, for example, a dry etching process, a reactive
ion etching (RIE) process, or a wet etching process. The
lithographic mask 202 may include a softmask material such
as photoresist, a hardmask material such as silicon nitride, or
a combination of softmask and hardmask.

FIG. 3 illustrates the formation of a hardmask layer 302
over exposed portions of the second semiconductor layer 104
and the first semiconductor layer 108. Once, the lithographic
mask 202 (of FIG. 2) has been removed, the hardmask layer
302 may be formed by, for example, a spin-on deposition,
chemical vapor deposition (CVD), or plasma enhanced
chemical vapor deposition (PECVD) process, and may
include silicon nitride, silicon oxide, silicon oxynitride,
amorphous carbon, or any suitable combination of those
materials. The hardmask layer 302 may include a single layer
of material or multiple layers of materials. Following the
formation of the hardmask layer 302, a lithographic mask 304
is patterned on portions of the hardmask layer 302. The
exposed portions of the hardmask layer 302 may be removed
by an etching process to expose portions of the second semi-
conductor layer 104 and the first semiconductor layer 108.

FIG. 4 illustrates the resultant structure following an etch-
ing process such as, for example, RIE or sidewall image
transfer, that removes exposed portions of the second semi-
conductor layer 104 and the first semiconductor layer 108 (of
FIG. 3) to pattern a second fin 404 and a first fin 408, where
the second fin 404 is disposed on the second insulator layer
102, and the first fin 408 is disposed on the first insulator layer
106.

FIG. 5 illustrates a top view following the removal of the
hardmask layer 302 (of FIG. 4) and the patterning of a second
gate stack 501 having a gate conductor 504 patterned over the
second fin 404 and a portion of the second insulator layer 102,
and a first gate stack 503 having a gate conductor 502 pat-
terned over the first fin 408 and a portion of the first insulator
layer 106. In one embodiment, the first fin 408 and the second
fin 404 are substantially parallel. In one embodiment, the first
gate stack 503 and the second gate stack 501 are oriented in a
substantially the same direction. Having all fins oriented in
the same direction and all gates oriented in another same
direction greatly eases the device design and fabrication.

FIG. 6 illustrates a side-cut away view along the line 6 (of
FIG. 5). The first and second gate stacks 501, 503 include a
gate dielectric layer 602 disposed on portions of the second
fin 404 and first fin 408, respectively, and the gate conductor
502 and 504 is patterned on the dielectric layer 602. Although
shown in FIG. 6 that the first and the second gate stacks have
the same dielectric layer 602, it is also conceived that the first
and the second gate stacks may have different dielectric layer
to achieve different device characteristics. The gate conduc-
tor 502 and 504 may comprise the same or different materials.

The gate dielectric may include silicon oxide, silicon
nitride, silicon oxynitride, high-k materials, or any combina-
tion of these materials. Examples of high-k materials include
but are not limited to metal oxides such as hafnium oxide,
hafnium silicon oxide, hafnium silicon oxynitride, lanthanum
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oxide, lanthanum aluminum oxide, zirconium oxide, zirco-
nium silicon oxide, zirconium silicon oxynitride, tantalum
oxide, titanium oxide, barium strontium titanium oxide,
barium titanium oxide, strontium titanium oxide, yttrium
oxide, aluminum oxide, lead scandium tantalum oxide, and
lead zinc niobate. The high-k may further include dopants
such as lanthanum, aluminum.

The gate conductor material may include polycrystalline or
amorphous silicon, germanium, silicon germanium, a metal
(e.g., tungsten, titanium, tantalum, ruthenium, zirconium,
cobalt, copper, aluminum, lead, platinum, tin, silver, gold), a
conducting metallic compound material (e.g., tantalum
nitride, titanium nitride, tungsten silicide, tungsten nitride,
ruthenium oxide, cobalt silicide, nickel silicide), carbon
nanotube, conductive carbon, or any suitable combination of
these materials. The conductive material may further com-
prise dopants that are incorporated during or after deposition.

FIG. 7 illustrates an alternate exemplary embodiment,
where following the deposition of the gate conductor material
layer, and prior to patterning the gate stacks 501 and 503, a
planarization process such as, for example, chemical
mechanical polishing (CMP) is performed on the gate con-
ductor material layer. Following the planarization process,
the gate stacks 501 and 503 are patterned using, for example,
a lithographic and etching process. The resultant structure
includes gate stacks 503 and 501 having substantially copla-
nar top surfaces 701 and 703.

Following the patterning of the gate stacks 501 and 503 as
described above, spacers may be formed adjacent to the gate
stacks 501 and 503 and over portions of the fins 404 and 408.
Source/drain and extensions may be formed in the exposed
fins 404 and 408 by any suitable doping process, such as, for
example, ion implantation, gas phase doping, in-situ doped
epitaxy growth, solid phase doping, plasma doping, and any
suitable combination of those techniques. The dopants may
include any suitable or desired n-type or p-type dopants or
combination of dopants. The fins 404 and 408 may be doped
with different types of dopants such that, for example, the fin
404 and gate stack 501 become a pFET device, while the fin
408 and gate stack 503 become an nFET device. Alterna-
tively, the fin 404 and gate stack 501 become an nFET device,
while the fin 408 and gate stack 503 become a pFET device.
The different dopants may be implanted using, for example, a
succession of masking and implantation processes, and/or an
angled ion implantation process. In an alternative embodi-
ment, the fins 404 and 408 may be doped with same types of
dopants but different amount of dopants such that both fin-
FETs have the same device type but different device charac-
teristics such as different threshold voltages. In some embodi-
ments, the portion of under the gate stack may also be doped
to adjust device characteristics. Neither, one, or both fins may
be doped. Epitaxy growth (not shown) may be performed to
thicken fins in the source/drain to reduce source/drain resis-
tance. Another purpose of the epitaxy growth may be to merge
source/drain of adjacent multiple finFETs to handle high
electrical current.

Following the ion implantation process, annealing and the
formation of a silicide (not shown) over Source/drain and
extensions of the devices may be performed. A capping layer
(not shown) and conductive contacts (not shown) may also be
formed following salicidation (self-aligned silicidation).

FIGS. 8-9 illustrate an alternate fabrication method and
resultant structure for finFET devices. In this regard, the
methods described above in FIGS. 1-4 have been performed
such that the fins 404 and 408 with the hardmask layer 302
disposed on the fins 404 and 408 have been formed. FIG. 8
illustrates a top view following the patterning of gate stacks
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501 and 503 over portions of the second insulator layer 102
and the first insulator layer 106, and the second fin 404 and the
first fin 408 respectively.

FIG. 9 illustrates a side cut away view along the line 9 (of
FIG. 8). The dielectric layer 602 has been patterned over the
second fin 404 and the first fin 408, and the hardmask layer
302. The gate conductors 502 and 504 have been patterned
over the dielectric layer 602 in a similar manner as described
above.

FIG. 10 illustrates an alternate exemplary embodiment,
where following the deposition of the gate conductor material
layer, and prior to patterning the gate stacks 501 and 503, a
planarization process such as, for example, chemical
mechanical polishing (CMP) is performed on the gate con-
ductor material layer. Following the planarization process,
the gate stacks 501 and 503 are patterned using, for example,
a lithographic and etching process. The resultant structure
includes gate stacks 501 and 503 having substantially copla-
nar top surfaces 701 and 703.

FIGS. 11-13 illustrate an alternate fabrication method and
resultant structure of finFET devices. In this regard, the meth-
ods described above in FIGS. 1-2 have been performed.
Referring to FIG. 11, following the removal of portions of the
first insulating layer 106 and the first semiconductor layer
108, a spacer 1102 is formed on the second semiconductor
layer 104, adjacent to the first insulating layer 106, and the
first semiconductor layer 108. The spacer may include, for
example, a nitride or oxide material, and may be formed by,
for example, a conformal deposition process such as, a CVD,
or PECVD, followed by an etching process, such as, an aniso-
tropic etching process.

FIG. 12 illustrates the resultant structure following the
epitaxial growth of semiconductor material 1202 that is
seeded by exposed portions of the second semiconductor
layer 104. In the illustrated embodiment the epitaxially grown
semiconductor material 1202 is a material similar to the sec-
ond semiconductor layer 104 and has a similar crystalline
orientation.

FIG. 13 illustrates the resultant structure following the
removal of the lithographic mask 202, the spacer 1102, and
the hardmask layer 302 (not shown), and the patterning of the
fins 404 and 408 and the gate stacks 501 and 503 using similar
methods as described above.

FIG. 14 illustrates an alternate embodiment of a resultant
structure following the removal of the lithographic mask 202
and the spacer 1102 and the patterning of the fins 404 and 408
and the gate stacks 501 and 503 using similar methods as
described above, however the hardmask layer 302 has not
been removed prior to the patterning of the fins 404 and 408
and the gate stacks 501 and 503.

Though the illustrated exemplary methods and embodi-
ments described above illustrate the formation of two fins and
gate stack arrangements, one of ordinary skill in the art would
understand that any number of finFET devices may be fabri-
cated on each of the insulator layers 102 and 106 using similar
methods as described above.

The described exemplary methods and embodiments pro-
vide for finFETs having fins with different materials and/or
different crystalline orientations to be fabricated on an SOI
wafer.

The terminology used herein is for the purpose of describ-
ing particular embodiments only and is not intended to be
limiting of the invention. As used herein, the singular forms
“a”, “an” and “the” are intended to include the plural forms as
well, unless the context clearly indicates otherwise. It will be
further understood that the terms “comprises” and/or “com-
prising,” when used in this specification, specify the presence
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of stated features, integers, steps, operations, elements, and/
or components, but do not preclude the presence or addition
of one or more other features, integers, steps, operations,
element components, and/or groups thereof.

The corresponding structures, materials, acts, and equiva-
lents of all means or step plus function elements in the claims
below are intended to include any structure, material, or act
for performing the function in combination with other
claimed elements as specifically claimed. The description of
the present invention has been presented for purposes of
illustration and description, but is not intended to be exhaus-
tive or limited to the invention in the form disclosed. Many
modifications and variations will be apparent to those of
ordinary skill in the art without departing from the scope and
spirit of the invention. The embodiment was chosen and
described in order to best explain the principles of the inven-
tion and the practical application, and to enable others of
ordinary skill in the art to understand the invention for various
embodiments with various modifications as are suited to the
particular use contemplated.

The diagrams depicted herein are just one example. There
may be many variations to this diagram or the steps (or
operations) described therein without departing from the
spirit of the invention. For instance, the steps may be per-
formed in a differing order or steps may be added, deleted or
modified. All of these variations are considered a part of the
claimed invention.

While the preferred embodiment to the invention had been
described, it will be understood that those skilled in the art,
both now and in the future, may make various improvements
and enhancements which fall within the scope of the claims
which follow. These claims should be construed to maintain
the proper protection for the invention first described.

What is claimed is:

1. A field effect transistor device comprising:

a substrate;

a first insulator layer disposed on the substrate;

a semiconductor layer disposed on the first insulator layer;

a second insulator layer disposed on the semiconductor
layer;

afirst finFET device, having a first fin and a first dielectric
layer, the first fin disposed on and in contact with the first
insulator layer and the first dielectric layer surrounds the
first fin and is disposed on an in contact with the first
insulator layer;

a second finFET device, having a second fin and a second
dielectric layer, the second fin disposed on and in contact
with the second insulator layer and the second dielectric
layer surrounds the second fin and is disposed on and in
contact with the second insulator layer; and

ahardmask layer disposed between a top surface of the first
fin and the first dielectric layer, and another hardmask
layer disposed between the second fin and the second
dielectric layer.

2. The device of claim 1, wherein the first finFET device
includes the first fin formed from a first semiconductor mate-
rial of the semiconductor layer and the first dielectric layer
arranged substantially perpendicular to the first fin, and the
second finFET device includes the second fin formed from a
second semiconductor material and the dielectric layer
arranged substantially perpendicular to the second fin,
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wherein the first fin of the first finFET device is substantially
parallel to the second fin of the second finFET device.

3. The device of claim 2, wherein the first semiconductor
material is arranged with a first crystalline orientation, and the
second semiconductor material is arranged with a second
crystalline orientation, the first crystalline orientation is dis-
similar from the second crystalline orientation.

4. The device of claim 2, wherein:

a height of the first fin, wherein the height of the first fin
comprises a distance from a bottom of the firstfinto a top
of the first fin, is substantially equal to a height of the
second fin, wherein the height of the second fin com-
prises a distance from a bottom of the second fin to a top
of the second fin;

a height of the first gate portion, wherein the height of the
first gate portion comprises a distance from a bottom of
the first gate portion to a top of the first gate portion, is
substantially equal to a height of the second gate portion,
wherein the height of the second gate portion comprises
a distance from a bottom of the second gate portion to a
top of the second gate portion;

the top surface of the first fin is below the top surface of the
second fin; and

a top surface of the first gate portion is below a top surface
of the second gate portion.

5. The device of claim 2, wherein:

a height of the first fin, wherein the height of the first fin
comprises a distance from a bottom of the firstfinto a top
of the first fin, is substantially equal to a height of the
second fin, wherein the height of the second fin com-
prises a distance from a bottom of the second fin to a top
of the second fin;

a height of the first gate portion, wherein the height of the
first gate portion comprises a distance from a bottom of
the first gate portion to a top of the first gate portion, is
greater than a height of the second gate portion, wherein
the height of the second gate portion comprises a dis-
tance from a bottom of the second gate portion to a top of
the second gate portion;

the top surface of the first fin is below the top surface of the
second fin; and

a top surface of the first gate portion is at a substantially
same level as a top surface of the second gate portion.

6. The device of claim 2, wherein:

a height of the first fin, wherein the height of the first fin
comprises a distance from a bottom of the firstfinto a top
of the first fin, is greater than a height of the second fin,
wherein the height of the second fin comprises a distance
from a bottom of the second fin to a top of the second fin;

a height of the first gate portion, wherein the height of the
first gate portion comprises a distance from a bottom of
the first gate portion to a top of the first gate portion, is
greater than a height of the second gate portion, wherein
the height of the second gate portion comprises a dis-
tance from a bottom of the second gate portion to a top of
the second gate portion;

the top surface of the first fin is at a substantially same level
as the top surface of the second fin; and

a top surface of the first gate portion is at a substantially
same level as a top surface of the second gate portion.

#* #* #* #* #*



